
Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of VerificationCertificate of VerificationCertificate of VerificationCertificate of Verification

XL3t-69288

Reading No 6

Mode Mining

Time 2013-11-25 12:41

Duration 121.60
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR GNM GM 1122

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ FASSUNG  METALL

ANALYSESTELLE P1 BROKAT

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  0  :  N/A

La  0  :  N/A

Ba  0  :  N/A

Sb  0  :  N/A
Sn  24124.209  +/-  355.548

Cd  198.198  +/-  17.362

Ag  156.444  +/-  11.746

Bal  883676.313  +/-  1104.832

Nb  30.485  +/-  17.107

Zr  0  :  N/A

Y  0  :  N/A

Sr  141.175  +/-  7.841

Rb  0  :  N/A

Th  0  :  N/A

Bi  0  :  N/A
Au  2599.264  +/-  81.122

As  1492.907  +/-  138.912

Se  0  :  N/A

Pb  19714.672  +/-  341.564

Hg  463.231  +/-  23.659

Zn  229.328  +/-  25.531

Cu  1374.059  +/-  57.967

Ni  0  :  N/A

Co  0  :  N/A

Fe  2284.779  +/-  127.064
Mn  0  :  N/A

Cr  80.023  +/-  23.858

V  0  :  N/A

Ti  0  :  N/A

Ca  10156.480  +/-  482.516

K  6625.962  +/-  414.024

Al  2576.211  +/-  752.709

P  16184.673  +/-  388.858

Si  13065.401  +/-  600.299

Cl  1915.043  +/-  59.453

S  12911.165  +/-  271.622
Mg  0  :  N/A

Supervised By:



Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of VerificationCertificate of VerificationCertificate of VerificationCertificate of Verification

XL3t-69288

Reading No 7

Mode Mining

Time 2013-11-25 12:46

Duration 121.87
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR GNM GM 1122

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ FASSUNG  METALL

ANALYSESTELLE P2 RAND

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  0  :  N/A

La  0  :  N/A

Ba  0  :  N/A

Sb  0  :  N/A
Sn  12705.185  +/-  198.623

Cd  67.950  +/-  13.042

Ag  295.419  +/-  14.953

Bal  813522.938  +/-  1578.689

Nb  58.394  +/-  21.235

Zr  0  :  N/A

Y  0  :  N/A

Sr  98.521  +/-  8.046

Rb  0  :  N/A

Th  0  :  N/A

Bi  0  :  N/A
Au  740.049  +/-  53.116

As  1851.244  +/-  165.847

Se  0  :  N/A

Pb  29664.709  +/-  491.686

Hg  1354.865  +/-  38.565

Zn  354.797  +/-  29.612

Cu  6516.792  +/-  153.345

Ni  0  :  N/A

Co  0  :  N/A

Fe  6517.206  +/-  207.001
Mn  0  :  N/A

Cr  52.588  +/-  27.109

V  0  :  N/A

Ti  0  :  N/A

Ca  61363.754  +/-  984.857

K  10839.235  +/-  359.948

Al  5222.230  +/-  899.780

P  3369.200  +/-  163.794

Si  26184.705  +/-  778.127

Cl  3487.926  +/-  77.479

S  15732.285  +/-  279.516
Mg  0  :  N/A

Supervised By:



Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of VerificationCertificate of VerificationCertificate of VerificationCertificate of Verification

XL3t-69288

Reading No 8

Mode Mining

Time 2013-11-25 12:50

Duration 120.27
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR GNM GM 1122

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ FASSUNG  METALL

ANALYSESTELLE P3 NIMBUS

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  0  :  N/A

La  0  :  N/A

Ba  0  :  N/A

Sb  0  :  N/A
Sn  19.259  +/-  7.562

Cd  13.737  +/-  5.502

Ag  21.191  +/-  4.172

Bal  764692.625  +/-  1151.244

Nb  0  :  N/A

Zr  0  :  N/A

Y  0  :  N/A

Sr  311.310  +/-  6.085

Rb  36.717  +/-  6.569

Th  0  :  N/A

Bi  0  :  N/A
Au  5494.153  +/-  71.648

As  132.388  +/-  18.375

Se  0  :  N/A

Pb  605.193  +/-  16.277

Hg  52.903  +/-  7.337

Zn  238.881  +/-  18.447

Cu  562.466  +/-  24.216

Ni  0  :  N/A

Co  0  :  N/A

Fe  2066.475  +/-  76.517
Mn  0  :  N/A

Cr  111.378  +/-  22.102

V  0  :  N/A

Ti  403.823  +/-  97.708

Ca  142824.125  +/-  897.501

K  2120.695  +/-  146.297

Al  3668.554  +/-  954.534

P  47066.723  +/-  462.804

Si  13407.090  +/-  670.568

Cl  1405.941  +/-  40.760

S  14744.359  +/-  156.145
Mg  0  :  N/A

Supervised By:



Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of VerificationCertificate of VerificationCertificate of VerificationCertificate of Verification

XL3t-69288

Reading No 9

Mode Mining

Time 2013-11-25 12:54

Duration 120.76
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR GNM GM 1122

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ FASSUNG  METALL

ANALYSESTELLE P4 BROKAT

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  0  :  N/A

La  0  :  N/A

Ba  0  :  N/A

Sb  0  :  N/A
Sn  23591.053  +/-  334.934

Cd  201.269  +/-  15.994

Ag  190.373  +/-  11.598

Bal  878367.688  +/-  1114.567

Nb  0  :  N/A

Zr  0  :  N/A

Y  0  :  N/A

Sr  165.586  +/-  7.919

Rb  0  :  N/A

Th  0  :  N/A

Bi  0  :  N/A
Au  2158.423  +/-  71.840

As  1708.278  +/-  125.251

Se  0  :  N/A

Pb  15457.424  +/-  263.595

Hg  453.378  +/-  22.657

Zn  164.833  +/-  23.082

Cu  1309.627  +/-  55.770

Ni  0  :  N/A

Co  0  :  N/A

Fe  2992.069  +/-  142.169
Mn  0  :  N/A

Cr  70.297  +/-  22.518

V  0  :  N/A

Ti  0  :  N/A

Ca  15019.044  +/-  455.225

K  6583.950  +/-  359.100

Al  3988.577  +/-  799.022

P  13184.919  +/-  323.567

Si  16571.092  +/-  651.835

Cl  2411.322  +/-  65.191

S  15390.781  +/-  298.377
Mg  0  :  N/A

Supervised By:


