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XL3t-69288

Reading No 1

Mode Mining

Time 2014-05-13 14:34

Duration 121.77
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR GNM GM 150

OBJEKT Tafelgemaelde

MATERIAL Holz Fassung Metall Papier

ANALYSESTELLE P5 uebermalter Stern

MESSAUFBAU STATIV aufliegend

FILTER 30 30 30 30
User Login Stein

 ppm  ±  Error

Ce  < LOD  :  171.557

La  < LOD  :  78.455

Ba  < LOD  :  84.894

Sb  261.476  ±  23.909
Sn  < LOD  :  16.404

Cd  < LOD  :  16.908

Ag  116.517  ±  8.668

Bal  786102.438  ±  1688.918

Nb  < LOD  :  9.565

Zr  < LOD  :  37.022

Y  < LOD  :  8.728

Sr  24.902  ±  3.458

Rb  < LOD  :  19.315

Th  < LOD  :  543.391

Bi  < LOD  :  447.149
Au  < LOD  :  30.777

As  1793.304  ±  70.798

Se  < LOD  :  11.549

Pb  2665.071  ±  60.930

Hg  < LOD  :  15.429

Zn  2882.757  ±  73.860

Cu  127689.141  ±  1166.936

Ni  < LOD  :  48.241

Co  < LOD  :  65.628

Fe  5252.424  ±  124.470
Mn  < LOD  :  106.402

Cr  < LOD  :  25.155

V  < LOD  :  26.473

Ti  < LOD  :  141.009

Ca  32610.729  ±  372.355

K  2810.101  ±  160.507

Al  2174.717  ±  584.807

P  1368.509  ±  88.054

Si  11549.947  ±  356.243

Cl  1749.889  ±  31.257

S  12799.895  ±  132.374
Mg  < LOD  :  10025.231
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