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Certificate of Verification

XL3t-69288

Reading No 14

Mode Mining
Time 2013-11-06 11:58
Duration 121.94

Units ppm
Sigma Value 2

Sequence Final
Flags
INV NR GNM GM 882

OBJEKT GEMAELDETAFEL
MATERIAL HOLZ FASSUNG
ANALYSESTELLE P1 BROKAT

MESSAUFBAU STATIV ANLIEGEND
FILTER m30lo30hi30li30

User Login Raquet

 ppm  ±  Error

Ce  < LOD  :  489.944
La  < LOD  :  190.917

Ba  < LOD  :  196.533
Sb  < LOD  :  56.959

Sn  30095.990  ±  559.552
Cd  159.187  ±  22.372
Ag  1001.047  ±  34.957

Bal  866500.563  ±  1639.684
Nb  54.751  ±  31.866
Zr  < LOD  :  157.427

Y  < LOD  :  41.083
Sr  106.703  ±  10.253

Rb  < LOD  :  77.307
Th  < LOD  :  2157.793
Bi  < LOD  :  2142.486

Au  590.795  ±  61.216
As  3425.622  ±  230.522

Se  < LOD  :  41.731
Pb  39899.137  ±  776.685
Hg  866.729  ±  38.985

Zn  147.448  ±  26.093
Cu  3104.240  ±  106.992
Ni  < LOD  :  83.648

Co  < LOD  :  75.478
Fe  1666.045  ±  128.061

Mn  < LOD  :  203.233
Cr  51.756  ±  24.567
V  < LOD  :  37.215

Ti  < LOD  :  145.480
Ca  6298.604  ±  358.254

K  5450.377  ±  348.099
Al  3971.053  ±  766.773
P  2820.032  ±  152.633

Si  11962.292  ±  528.349
Cl  4241.065  ±  110.115

S  17586.555  ±  408.910
Mg  < LOD  :  10925.113
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