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XL3t-69288

Reading No 5

Mode Mining
Time 2014-12-09 11:04
Duration 121.12

Units ppm
Sigma Value 2

Sequence Final
Flags
INV NR GM 981

OBJEKT TAFELGEMAELDE
MATERIAL HOLZ METALL FASSUNG
ANALYSESTELLE P6 KRONE LILIE

MESSAUFBAU STATIV ANLIEGEND
FILTER m30lo30hi30li30

User Login Raquet

 ppm  ±  Error

Ce  < LOD  :  179.200
La  < LOD  :  81.872

Ba  < LOD  :  87.946
Sb  < LOD  :  47.552

Sn  1164.721  ±  30.146
Cd  12.065  ±  7.972
Ag  480.113  ±  16.134

Bal  879913.188  ±  855.803
Nb  29.043  ±  12.806
Zr  < LOD  :  85.564

Y  < LOD  :  16.549
Sr  316.376  ±  8.760

Rb  < LOD  :  37.749
Th  < LOD  :  971.988
Bi  < LOD  :  1198.746

Au  3084.836  ±  74.047
As  4210.994  ±  125.919

Se  < LOD  :  21.882
Pb  16659.660  ±  248.569
Hg  < LOD  :  15.933

Zn  98.744  ±  16.499
Cu  1518.353  ±  50.299
Ni  < LOD  :  47.522

Co  < LOD  :  51.864
Fe  1996.006  ±  96.774

Mn  < LOD  :  119.816
Cr  56.377  ±  20.625
V  < LOD  :  30.463

Ti  < LOD  :  145.989
Ca  61298.262  ±  864.196

K  4854.382  ±  222.249
Al  < LOD  :  1201.041
P  6973.596  ±  193.192

Si  4878.898  ±  370.814
Cl  3080.273  ±  65.454

S  9353.672  ±  163.529
Mg  < LOD  :  9694.463
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