
Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of Verification

XL3t-69288

Reading No 1

Mode Mining

Time 2015-07-16 10:53

Duration 120.01
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR Gm 116

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ METALL FASSUNG

ANALYSESTELLE P1 JOHANNES HALS

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  -339.000  +/-  104.477

La  1.000  +/-  48.023

Ba  1.000  +/-  51.647

Sb  1.000  +/-  19.634
Sn  1.000  +/-  12.218

Cd  11.069  +/-  7.142

Ag  781.775  +/-  20.791

Bal  800048.438  +/-  1185.497

Nb  16.845  +/-  8.855

Zr  1.000  +/-  40.991

Y  1.000  +/-  7.640

Sr  532.532  +/-  10.575

Rb  1.000  +/-  17.878

Th  1.000  +/-  465.304

Bi  1.000  +/-  513.835
Au  1190.629  +/-  43.117

As  3305.656  +/-  91.167

Se  1.000  +/-  14.469

Pb  10315.216  +/-  134.720

Hg  752.274  +/-  21.291

Zn  1306.604  +/-  37.246

Cu  2476.858  +/-  59.373

Ni  1.000  +/-  28.700

Co  1.000  +/-  35.085

Fe  3320.920  +/-  110.570
Mn  1.000  +/-  97.288

Cr  48.125  +/-  23.707

V  25.816  +/-  19.959

Ti  143.993  +/-  105.918

Ca  106966.688  +/-  1092.223

K  1892.930  +/-  161.040

Al  4232.439  +/-  1040.627

P  4668.304  +/-  219.963

Si  20997.875  +/-  732.052

Cl  4693.437  +/-  82.883

S  32271.490  +/-  375.828
Mg  1.000  +/-  10311.502

Supervised By:



Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of Verification

XL3t-69288

Reading No 2

Mode Mining

Time 2015-07-16 10:58

Duration 121.44
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR Gm 116

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ METALL FASSUNG

ANALYSESTELLE P2 JOHANNES NIMBUS

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  -339.000  +/-  83.512

La  1.000  +/-  38.554

Ba  1.000  +/-  41.534

Sb  17.166  +/-  15.333
Sn  1.000  +/-  8.839

Cd  24.329  +/-  6.416

Ag  366.983  +/-  12.836

Bal  825041.438  +/-  961.542

Nb  4.224  +/-  3.854

Zr  1.000  +/-  13.980

Y  1.000  +/-  2.805

Sr  491.201  +/-  8.258

Rb  32.243  +/-  7.521

Th  1.000  +/-  190.062

Bi  1.000  +/-  204.715
Au  4796.368  +/-  69.764

As  284.499  +/-  28.414

Se  1.000  +/-  8.357

Pb  1458.400  +/-  27.136

Hg  1.000  +/-  10.585

Zn  107.867  +/-  16.059

Cu  178.568  +/-  17.613

Ni  1.000  +/-  24.087

Co  1.000  +/-  28.678

Fe  2445.781  +/-  86.314
Mn  1.000  +/-  54.049

Cr  110.362  +/-  21.315

V  28.033  +/-  24.935

Ti  490.473  +/-  134.161

Ca  84179.055  +/-  675.502

K  1911.310  +/-  146.758

Al  6116.451  +/-  924.554

P  36161.402  +/-  421.631

Si  21796.234  +/-  724.751

Cl  1239.651  +/-  41.622

S  12717.938  +/-  150.453
Mg  1.000  +/-  8093.168

Supervised By:



Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of Verification

XL3t-69288

Reading No 3

Mode Mining

Time 2015-07-16 11:04

Duration 121.19
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR Gm 116

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ METALL FASSUNG

ANALYSESTELLE P3 MARIA NIMBUS

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  -339.000  +/-  80.059

La  1.000  +/-  36.814

Ba  1.000  +/-  39.709

Sb  1.000  +/-  19.616
Sn  13.749  +/-  8.419

Cd  15.666  +/-  5.663

Ag  218.790  +/-  8.851

Bal  859774.375  +/-  841.061

Nb  1.000  +/-  2.405

Zr  1.000  +/-  8.766

Y  1.000  +/-  1.876

Sr  316.019  +/-  7.125

Rb  1.000  +/-  5.682

Th  1.000  +/-  128.955

Bi  1.000  +/-  121.327
Au  248.790  +/-  17.211

As  1.000  +/-  20.357

Se  1.000  +/-  3.235

Pb  483.607  +/-  16.859

Hg  11.004  +/-  3.428

Zn  8392.377  +/-  94.275

Cu  56661.473  +/-  425.917

Ni  1.000  +/-  23.754

Co  1.000  +/-  24.790

Fe  1826.969  +/-  68.796
Mn  132.953  +/-  52.337

Cr  14.948  +/-  14.882

V  40.815  +/-  14.045

Ti  1.000  +/-  71.588

Ca  61218.508  +/-  468.250

K  561.029  +/-  104.273

Al  1322.348  +/-  467.345

P  1.000  +/-  78.225

Si  5889.235  +/-  269.480

Cl  1281.339  +/-  27.366

S  1575.961  +/-  35.587
Mg  1.000  +/-  4259.301

Supervised By:



Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of Verification

XL3t-69288

Reading No 4

Mode Mining

Time 2015-07-16 11:08

Duration 121.22
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR Gm 116

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ METALL FASSUNG

ANALYSESTELLE P4 MARIA KOPFTUCH

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  -339.000  +/-  90.330

La  1.000  +/-  41.402

Ba  1.000  +/-  44.596

Sb  1.000  +/-  23.379
Sn  1.000  +/-  11.094

Cd  7.885  +/-  5.955

Ag  218.756  +/-  9.238

Bal  817696.375  +/-  1121.720

Nb  16.541  +/-  9.825

Zr  1.000  +/-  35.052

Y  1.000  +/-  8.322

Sr  389.622  +/-  8.573

Rb  1.000  +/-  19.165

Th  1.000  +/-  510.785

Bi  1.000  +/-  525.535
Au  268.512  +/-  24.841

As  3837.141  +/-  101.074

Se  13.344  +/-  9.598

Pb  12821.055  +/-  167.729

Hg  1.000  +/-  8.911

Zn  71.329  +/-  12.638

Cu  4863.490  +/-  92.543

Ni  1.000  +/-  26.925

Co  1.000  +/-  31.133

Fe  2495.861  +/-  94.553
Mn  1.000  +/-  59.867

Cr  1.000  +/-  28.468

V  1.000  +/-  19.714

Ti  150.968  +/-  89.019

Ca  53867.492  +/-  656.648

K  1899.388  +/-  135.779

Al  6930.621  +/-  903.278

P  4047.111  +/-  184.067

Si  29360.045  +/-  744.314

Cl  4408.890  +/-  75.353

S  35833.332  +/-  445.749
Mg  20802.164  +/-  8588.704

Supervised By:



Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of Verification

XL3t-69288

Reading No 5

Mode Mining

Time 2015-07-16 11:12

Duration 120.03
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR Gm 116

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ METALL FASSUNG

ANALYSESTELLE P5 MARIA KOPFTUCH

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  -339.000  +/-  106.960

La  1.000  +/-  49.609

Ba  1.000  +/-  52.843

Sb  1.000  +/-  17.706
Sn  1.000  +/-  11.655

Cd  1.000  +/-  7.160

Ag  636.942  +/-  18.233

Bal  783988.875  +/-  1439.969

Nb  34.680  +/-  13.978

Zr  1.000  +/-  57.282

Y  1.000  +/-  12.014

Sr  399.566  +/-  10.120

Rb  1.000  +/-  22.945

Th  1.000  +/-  704.702

Bi  1.000  +/-  814.040
Au  154.620  +/-  30.692

As  5811.362  +/-  147.408

Se  21.637  +/-  15.455

Pb  20235.357  +/-  293.974

Hg  1.000  +/-  15.924

Zn  374.308  +/-  21.644

Cu  3383.273  +/-  81.297

Ni  1.000  +/-  31.499

Co  1.000  +/-  36.484

Fe  2884.027  +/-  112.899
Mn  112.153  +/-  69.949

Cr  1.000  +/-  30.198

V  1.000  +/-  27.292

Ti  129.957  +/-  104.459

Ca  73411.711  +/-  984.208

K  1503.606  +/-  146.433

Al  6512.308  +/-  1030.682

P  3313.918  +/-  197.167

Si  30430.293  +/-  826.155

Cl  4109.969  +/-  80.465

S  40376.707  +/-  567.653
Mg  22174.721  +/-  10093.223

Supervised By:



Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of Verification

XL3t-69288

Reading No 6

Mode Mining

Time 2015-07-16 11:18

Duration 121.84
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR Gm 116

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ METALL FASSUNG

ANALYSESTELLE P6 MARIA KOPFTUCH

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  -339.000  +/-  144.624

La  1.000  +/-  66.125

Ba  1.000  +/-  70.181

Sb  1.000  +/-  27.216
Sn  21.744  +/-  12.641

Cd  1.000  +/-  8.348

Ag  1.000  +/-  5.041

Bal  835559.375  +/-  1378.576

Nb  65.000  +/-  24.963

Zr  1.000  +/-  81.985

Y  1.000  +/-  20.917

Sr  257.079  +/-  9.999

Rb  1.000  +/-  40.989

Th  1.000  +/-  1137.679

Bi  1.000  +/-  1217.777
Au  1.000  +/-  27.634

As  9333.932  +/-  239.818

Se  30.993  +/-  22.138

Pb  38533.184  +/-  642.216

Hg  1.000  +/-  16.775

Zn  3242.604  +/-  80.632

Cu  164.605  +/-  22.627

Ni  1.000  +/-  51.196

Co  36.122  +/-  30.012

Fe  366.600  +/-  62.748
Mn  114.700  +/-  78.957

Cr  1.000  +/-  24.436

V  1.000  +/-  14.952

Ti  1.000  +/-  77.434

Ca  18991.746  +/-  374.679

K  355.094  +/-  104.087

Al  3237.972  +/-  758.622

P  3105.211  +/-  181.126

Si  15093.708  +/-  559.469

Cl  5102.942  +/-  109.526

S  46327.516  +/-  838.548
Mg  20059.924  +/-  8463.104

Supervised By:



Institut für Kunsttechnik und Konservierung (IKK)

Kornmarkt 1

90402 Nürnberg

Certificate of Verification

XL3t-69288

Reading No 7

Mode Mining

Time 2015-07-16 11:22

Duration 120.89
Units ppm

Sigma Value 2

Sequence Final

Flags

INV NR Gm 116

OBJEKT TAFELGEMAELDE

MATERIAL HOLZ METALL FASSUNG

ANALYSESTELLE P7 HINTERGRUND

MESSAUFBAU STATIV ANLIEGEND

FILTER m30lo30hi30li30
User Login Raquet

 ppm  +/-  Error

Ce  -339.000  +/-  190.106

La  1.000  +/-  91.117

Ba  1.000  +/-  109.615

Sb  1.000  +/-  44.330
Sn  1.000  +/-  25.668

Cd  1.000  +/-  13.735

Ag  11.035  +/-  8.025

Bal  722583.438  +/-  2692.819

Nb  1.000  +/-  23.483

Zr  1.000  +/-  82.821

Y  1.000  +/-  22.835

Sr  57.493  +/-  23.665

Rb  1.000  +/-  41.025

Th  1.000  +/-  1149.474

Bi  1.000  +/-  980.842
Au  1.000  +/-  137.295

As  9272.728  +/-  244.572

Se  51.748  +/-  36.963

Pb  22106.795  +/-  435.419

Hg  24260.711  +/-  425.297

Zn  1419.613  +/-  78.988

Cu  208.286  +/-  34.001

Ni  169.057  +/-  58.061

Co  1.000  +/-  93.132

Fe  12159.524  +/-  338.087
Mn  327.135  +/-  116.116

Cr  1.000  +/-  49.087

V  38.189  +/-  29.216

Ti  1.000  +/-  149.213

Ca  9336.161  +/-  258.170

K  1328.420  +/-  189.925

Al  14615.135  +/-  1662.486

P  53599.535  +/-  913.535

Si  20439.496  +/-  867.248

Cl  6397.522  +/-  139.067

S  101617.992  +/-  1628.192
Mg  1.000  +/-  13951.275

Supervised By:


